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Report No.
Date:

REPORT OF ANALYSIS

The following sample (s) was submitted and identified by the client as :

CLIENT

TYPE OF SAMPLE
DATE RECEIVE
DATE OF ANALYSIS
TESTED FOR

DESCRIPTICN OF SAMPLE

SAMPLE IDENTIFICATION

YOUR REFERENCE

PT.VIVA AIR SEJAHTERA
Jl.Gading Kirana Timur No A11 Kelapa Gading,Jakarta Utara 14240

KARBON AKTIF
January 06, 2025

January 06, 2025 to January 17, 2025

Full Analysis

Form
Volume/Weight
Packing

1 (One) sample

: Granule
: 570 gram
: Unsealed Plastic Bag
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SUCOFINDO
Issuing Office:

Parameters Units Results Methods
lodine Number mg/g 1053.30 ASTM D 4607
Methylene Blue Absorption mL/g 224.24 SNI 06-3730-1995
Retained on Mesh 8 % 3.47 ASTM MnL 32
Retained on Mesh 30 % 94.45 ASTM MnL 32
Moisture Content % 3.10 SNI 06-3730-1995
Ash Content % 2.15 SNI 06-3730-1995

This test result (s) related to the sample (5) submitted anly and the repont / certificate cannot be reproduced in any way excepted in full context and with the prior approval in writing from Sucofindo
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